
Copper Weight Inner Layer Outer Layer
(after plating)

1/2 oz. 0.0007+-50µin
1 oz. 0.0014+-50µin 0.0028+-190µin
2 oz. 0.0028+-50µin 0.0042+-190µin
3 oz. 0.0042+-50µin 0.0056+-190µin

Metallization Thicknesses


